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Snow Grip Index Measurements for C3 Tires

Acceleration Test ECE 109R. Annex 10 ECE 117R. Annex 7

Test Track Conditions:

At start of tests At end of tests Specification Equipment ID

Ambient Temperature -9.4 -7.2 -2 °C to -15 °C CL051324

Snow Temperature -7.2 -6.7 -2 °C to -15 °C CL051322

CTI Index 425 West Market St. 84 80 to 90 4

Akron, OH 44303

Technician

VBOX ID

Air Pressure Gauge ID

Date of Test

Test Sequence ID

Test Vehicle: 2013 International SA

Test Parameters:

SRTT (1st test) Candidate 1 SRTT (2nd test)

Tire ID #1 017-0259 830-0006 017-0259

Tire ID #2 017-0260 830-0007 017-0260

Client Tire ID 24-25 C3W SRTT 0 24-25 C3W SRTT

Tire Brand and Make
Michelin SRTT 

ASTM F2870
Indag Retreaded Tire

Michelin SRTT 

ASTM F2870

Tire Size 315/70R22.5 315/80R22.5 315/70R22.5

Test Rim Width 9.00 9.00 9.00

Front/Rear Loads (kg) 4051 / 2667 4051 / 2667 4051 / 2667

Front/Rear Ratio (%) 1.52 1.52 1.52

Rear/Index Ratio (%) 0.356 0.333 0.356

Test Pressure (kPa) 627.4 606.7 627.4

Candidtate 1: 830-0006 ZDRM By Zoma (Indag Rubber LTD)

Jonah Mills

VB20SL ID 18043

21

3/8/2025
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Snow Grip Index Measurements for C3 Tires

Acceleration Test ECE 109R. Annex 10 ECE 117R. Annex 7

Test Results: Average Accelerations (m/s
2
)

SRTT (1st test) Candidate 1 SRTT (2nd test)

Tire ID #1 017-0259 830-0006 017-0259

Tire ID #2 017-0260 830-0007 017-0260

Client Tire ID 425 West Market St. 24-25 C3W SRTT

Akron, OH 44303

Run Number

1 0.55 1.59 0.55

2 0.56 1.54 0.56

3 0.56 1.53 0.56

4 0.55 1.52 0.55

5 0.56 1.51 0.57

6 0.54 1.49 0.54

Mean 0.55 1.53 0.55

Std Dev 0.01 0.03 0.01

CV (%) 1.35 2.15 1.93 < 6%

Slip Ratio (%) 39.80 29.87 39.87 10 to 40%

Validation SRTT 0.12 ≤ 6%

SRTT Average 0.55

Snow Index 1.00 2.76

The information herein is privileged and intended only for the use of addressee.  If you have received this communication 

in error, please notify us immediately and you are hereby notified that copying or distribution of this communication is 

prohibited.  The results reported herein relate solely to the samples as received, the materials tested, and the methods 

described herein. This test report shall not be reproduced, except in full, without approval of Smithers.  If there are to be 

any corrections to this report, they will be made in a supplemental report indicated by a version date.  Uncertainty 

budgets are available upon request, where applicable.
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